
Product name: closure patch 

Test Item 

Color 

Total thickness ( as instal led) 

Hardness at 23C 

Tensile at 23 C 

Elongation at break 

Heat shock, 4 hours at 22 5
°

C 

��6(@) 
� 

9001:2008 

Unit 

-

mm 

Shore D 

N/mm 

% 

visual 

Result 

Black 

1.56 

40-60 

5 

54 

No 
cracking 
flow or 
dripping 

Test Method 

ASTM D1000 

ASTM D1000 

ASTM D2240 

ASTM D638 

ASTM D 2671 


	clousre patch

